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Representative : Norihisa Sasahara Test Completion Date : 2023.12.26.

Company name : ASPiA Co.,Ltd

Address : 31-10 Kuramae 4-chome, Taito Ward, Tokyo, Japan

Sample name : ECS Honey Nano fiber comb

Test Results

TEST ITEM UNIT SAMPLE RESULT TEST METHOD

Sound Reduction Index(500 Hz) dB - 30.3 KS F ISO 10140-2:2010

Sound Reduction Index(1 000 Hz) dB - 42.4 KS F ISO 10140-2:2010

※ Refer to report

- Usage of Report : SUBMITTED PURPOSE FOR

Note : 1. The test results of this test report are only limited in to the samples and sample names provided by the client and do not

guarantee the quality of all products of the client. You Can check website (www.ktr.or.kr) or QR code to verify

the authenticity of the certificate.

2. This test report shall be used only within the purpose of its defined usage and shall not be used for public relation,

advertisement and lawsuit.

3. This test report is only valid when printed on KTR original report paper with hologram and when re-issued by KTR.

The copy and the electronic file of the test report are only for reference.


